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Oxidation behavior of graphene-coated copper at
intrinsic graphene defects of different origins
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Zonghoon Lee 1, Sung Youb Kim2 & Soon-Yong Kwon1,2

The development of ultrathin barrier films is vital to the advanced semiconductor industry.

Graphene appears to hold promise as a protective coating; however, the polycrystalline and

defective nature of engineered graphene hinders its practical applications. Here, we inves-

tigate the oxidation behavior of graphene-coated Cu foils at intrinsic graphene defects of

different origins. Macro-scale information regarding the spatial distribution and oxidation

resistance of various graphene defects is readily obtained using optical and electron micro-

scopies after the hot-plate annealing. The controlled oxidation experiments reveal that the

degree of structural deficiency is strongly dependent on the origins of the structural defects,

the crystallographic orientations of the underlying Cu grains, the growth conditions of gra-

phene, and the kinetics of the graphene growth. The obtained experimental and theoretical

results show that oxygen radicals, decomposed from water molecules in ambient air, are

effectively inverted at Stone–Wales defects into the graphene/Cu interface with the assis-

tance of facilitators.

DOI: 10.1038/s41467-017-01814-8 OPEN

1 School of Materials Science and Engineering & Low-Dimensional Carbon Materials Center, Ulsan National Institute of Science and Technology (UNIST),
Ulsan, 44919, Republic of Korea. 2 School of Mechanical, Aerospace and Nuclear Engineering, Ulsan National Institute of Science and Technology (UNIST),
Ulsan 44919, Republic of Korea. Jinsung Kwak, Yongsu Jo and Soon-Dong Park contributed equally to this work. Correspondence and requests for materials
should be addressed to S.Y.K. (email: sykim@unist.ac.kr) or to S.-Y.K. (email: sykwon@unist.ac.kr)

NATURE COMMUNICATIONS |8:  1549 |DOI: 10.1038/s41467-017-01814-8 |www.nature.com/naturecommunications 1

12
34

56
78

9
0

http://orcid.org/0000-0002-6750-118X
http://orcid.org/0000-0002-6750-118X
http://orcid.org/0000-0002-6750-118X
http://orcid.org/0000-0002-6750-118X
http://orcid.org/0000-0002-6750-118X
http://orcid.org/0000-0003-3246-4072
http://orcid.org/0000-0003-3246-4072
http://orcid.org/0000-0003-3246-4072
http://orcid.org/0000-0003-3246-4072
http://orcid.org/0000-0003-3246-4072
mailto:sykim@unist.ac.kr
mailto:sykwon@unist.ac.kr
www.nature.com/naturecommunications
www.nature.com/naturecommunications


S i-based integrated circuits that use Cu instead of Al for
interconnections have improved the system performance
and power dissipation in ultra-large-scale integration

(ULSI) devices, because Cu-based chips have smaller metal
components and require less energy to pass electricity because of
the low resistivity and high electromigration resistance of Cu
compared to those of Al1,2. However, the replacement of Al by Cu
in interconnections required substantial advancements in fabri-
cation technologies, including Cu patterning methods and the
introduction of barrier materials to isolate the Si from potentially
damaging Cu atoms. The inability to etch Cu using plasma has
led to a new approach of patterning Cu, i.e., the (dual)-Damas-
cene process3, which is currently in common use in the semi-
conductor industry; however, intensive effort is still underway to
develop a controllable physical barrier material for Cu in the form
of films and coatings 4–7. Furthermore, Cu exhibits high reactivity
toward oxygen, resulting in the formation of a surface Cu oxide
layer, even at room temperature8. This layer causes substantial
degradation in the interconnection capabilities during processing
and/or device operation because of the formation of trap states at
the Cu/Cu oxide interface9–11. Therefore, the barrier material
must completely surround all of the Cu interconnections with a
designated thickness, yet possess minimum influence on the
physical and electrical properties of the underlying Cu. Many
approaches, including coating with metals and alloys such as Ta/
TaN and Ru/Ti layers4,5 and CuMn and CoW alloy films6,7, were
concentrically pursued to protect the Cu surface; however, with
the scaling down of the feature size to atomic thickness, a stack
comprising the aforementioned barrier metal films and a Cu
conductor exhibits a greater total resistance than the Al inter-
connects, eliminating any benefit.

According to the literature, the thickness of the barrier material
of Cu should be reduced to < 2 nm to satisfy the requirement of
sub−22 nm interconnect technology1,12. Thus far, graphene (Gr),
the thinnest two-dimensional (2D) material known, appears to be
the best candidate to satisfy this requirement because of its
unique combination of properties that include ultrathin thickness,
high carrier mobility, high chemical and thermal stabilities, and
impermeability to all atoms, ions, and molecules13–19. Further-
more, Gr/Cu composites have the advantages of conducting a
high current density with an enhanced thermal reliability com-
pared to that of bare Cu20; in addition, ultrathin graphene films
can be directly formed on Cu surfaces with various shapes using a
chemical vapor deposition (CVD) process, thereby minimizing
any adhesion issues at the interface of graphene and Cu.

However, practically engineered materials are nearly always
polycrystalline, and the presence of a certain amount of disorder
in crystalline materials is inevitable according to the second law of
thermodynamics. In fact, typical films of large-scale graphene
produced by CVD are polycrystalline and contain a high density
of intrinsic structural defects such as vacancies, adatoms, and line
defects21. Statistical observations suggest that various topological
imperfections in graphene substantially degrade its
properties21–24; however, the study of the nature of intrinsic
graphene defects and their influence on the physical and barrier
properties of graphene are still in its infancy. Recently, several
pioneering reports have demonstrated that engineered, poly-
crystalline graphene films can serve as effective diffusion25–29 and
oxidation17,30–34 barriers for Cu. However, the literature contains
extensive contradictory results, especially with respect to the
effectiveness of graphene coatings as an oxidation barrier for Cu;
the detailed mechanism by which Cu is oxidized through a
polycrystalline graphene barrier remains a subject of debate30-36.

Here, we use optical and electron microscopies to systemically
investigate selective oxygen transport through various intrinsic
graphene defects in Gr-coated Cu foils. Using an air oxidation

process of Gr/Cu composites on a hot plate at ~200 °C, we
develop a facile, scalable characterization technique to observe
various microscopic topological defects with different origins,
such as 0D and 1D defects at nucleation points, intra- and inter-
granular grain boundaries (GBs) of graphene grains, multilayer
graphene flakes and folded wrinkles in large-area sheets. This
technique can be used to correlate the presence and density of
intrinsic defects with the properties of macro-scale graphene. The
oxidation behavior of Cu through various microscopic graphene
defects suggests that the degree of structural deficiencies in as-
synthesized graphene can vary depending on the origins of the
structural defects, the crystallographic orientations of the
underlying Cu grains, the growth conditions of graphene, and
kinetics of graphene growth in the CVD reactor. From combined
experimental and theoretical studies, we observe that oxygen
radicals decomposed from the water molecules in ambient air are
the direct cause of the oxidation of Cu and that selective oxygen
transport occurs at Stone–Wales (SW) defects through the
interface between graphene and Cu with the assistance of facil-
itators, leaving carboxyl (O= C–OH) groups on graphene as by-
products. Finally, we propose a selective oxidation mechanism of
Cu through an atomic-scale engineered polycrystalline graphene
barrier.

Results
Fingerprints of selective oxygen transport in annealed Gr/Cu.
Graphene films were grown on polycrystalline 25-μm-thick Cu
foils at temperatures of ~1000 °C by CVD using a mixture of
methane and hydrogen gases; details of the growth procedure are
provided in the Methods. The as-synthesized graphene films were
of reasonable quality on the basis of structural and optoelectronic
measurements (Supplementary Fig. 1). Oxidation was carried out
by placing the Gr/Cu samples on a hot plate that was heated to
the desired temperature. Figure 1a shows typical optical micro-
scopy (OM) images of the Gr/Cu samples annealed at ~200 °C in
air for 30, 60, 90, and 120 min (from left to right). Interestingly,
dot features (indicated by red arrows) started to appear and
additional line features with a polygon shape (indicated by blue
arrows) occurred, when the annealing times were longer than 30
and 90 min, respectively. Notably, the dots were always located at
the center of polygons over the whole surface of the samples and
the outline of the polygon sharpened as the annealing time was
increased. A high-resolution scanning electron microscopy (HR-
SEM) image of the Gr/Cu sample after 120 min of annealing
(Fig. 1b) shows the presence of Cu surface steps, graphene
wrinkles, and the presence of dot and line features. In particular,
the dot and line features consisted of globular-shaped nano-
particles and were observed to be bulged out from the surface;
however, other regions retained their original Cu surface
morphologies. We therefore further investigated the presence and
chemical states of foreign species in the annealed Gr/Cu samples
using energy dispersive X-ray spectroscopy (EDS). A typical
SEM-EDS spectrum of the samples shows two substantial Cu
peaks throughout the samples at binding energies of 0.95 and
0.83 keV, which correspond to Cu Lα and Cu Lβ, respectively
(Supplementary Fig. 2). However, a weak O Kα signal was
detected at a binding energy of ~0.53 keV only in the areas of dot
and line features (denoted by red circle in Fig. 1b), indicating that
selective oxidation of the Gr/Cu surface occurred along the dot
and line features.

To check if the underlying Cu surface was oxidized, the
compositional changes in the samples with depth were investi-
gated by depth-profiling X-ray photoelectron spectroscopy (XPS)
paired with Ar+ ion sputtering. The graphite-like sp2-hybridized
C peak at ~284.4 eV in the HR C 1s line-scan spectra37 gradually
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diminished with a chemical shift to lower binding energy as the
sputter time increased and then finally disappeared after 40 sec
sputtering (Supplementary Fig. 3a), implying that the graphene
layer was completely etched away38. From the HR O 1s line-scan
spectra, it was found that the O atoms exist in four different
forms based on their binding energy: hydroxyl (C–OH) at
533.3 eV (4.7 at% of O atoms), carbonyl (C=O) at 531.4 eV
(67.6 at% of O atoms), Cu2O/CuO phase at 530.3 eV (8.1 at% of
O atoms), and carboxyl (O= C–OH) at 529.5 eV (19.6 at% of O
atoms) (Fig. 1c); however, the oxygenated groups were completely
removed after 10 s of sputtering and a dominant peak at ~530 eV
corresponding to the Cu2O/CuO phase39 (denoted by the green
area in Fig. 1c) was constantly observed for up to 40 s of
sputtering, in contrast to the Gr/Cu samples without dots and line
features (Supplementary Fig. 3b–d). This finding indicates that
the dot and line features are a representative mark of a selective

oxidation that occurred in the underlying Cu after the annealing
process. Furthermore, the levels of the Cu2O/CuO peak
substantially increased as a result of prolonged annealing from
60 to 120 min at 200 °C, as shown in Fig. 1d. These results
confirm that the dot and line features were indeed the result of
the air oxidation of the Gr/Cu samples.

We performed a closer examination of the oxidation line
features in the annealed Gr/Cu samples as a function of the
crystallographic orientation of the underlying Cu grains. Notably,
commercial Cu foils were polycrystalline materials and the Cu
(100) grain was the most favorable component of both the as-
received and annealed Cu foils with volume fractions of ~91%
and ~74%, respectively. Figure 1e, f displays a representative SEM
image and a corresponding electron-backscatter diffraction
(EBSD) mapping of the continuous graphene films grown on
grains of Cu(100) and Cu(111), respectively, following the air
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Fig. 1 Selective 0D and 1D oxidation fingerprints of fully-grown, air-annealed Gr/Cu samples at low temperatures. a OM images of the Gr/Cu sample after
annealing at 200 °C for 30, 60, 90, or 120min (from left to right) in air (scale bar=10 µm). b A representative SEM image of the Gr/Cu sample after
annealing at ~200 °C for 120min in air (scale bar=0.5 µm). c Depth-profiling HR-XPS O 1s line scans of the Gr/Cu sample after annealing at ~200 °C for
120min in air, depending on the sputtering time. Curve fittings of O 1-s spectra were performed using a Gaussian–Lorentzian peak shape after Shirley
background correction. d Comparison between HR-XPS O 1-s peaks of the Gr/Cu samples annealed at ~200 °C for 60 and 120min in air, depending on the
sputtering times. Representative SEM and corresponding EBSD images of a continuous Gr film grown on the grains of e Cu(001) and f Cu(111); the image
was collected after an air oxidation process at ~200 °C for 60min (scale bar=10 µm). The insets in e and f show the SEM images of partially grown Gr
islands formed on grains of the Cu(001) and Cu(111), respectively (scale bar=2 μm). The bottom images in e and f show the EBSD images each taken from
within one Cu crystal grain with resolution of ~0.1 μm2 per pixel (scale bar=3 μm), g A change in the long-axis lengths of the polygons formed on the
annealed Gr/Cu samples measured by dark-field TEM or SEM, depending on the methane flow rate of 50 (upper) or 10 (bottom) sccm during CVD growth
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oxidation process at 200 °C for 60 min. The primary shapes of the
oxidation line features were similar to those of the graphene
islands partially grown on each Cu grain (insets of Fig. 1e, f); the
oxidation line feature on the Cu(100) grains was predominantly a
four-lobed shape with a long-axis length of ~5.5± 1.2 μm
(Fig. 1e), whereas that on the Cu(111) grains was a hexagonal
shape with a long-axis length of ~2.8± 0.7 μm (Fig. 1f). We note
that the long-axis lengths of the oxidation line features in both
grains were analogous to the average sizes of the graphene islands
grown on each Cu grain (based on dark-field TEM observations

(bottom in Fig. 1g and Supplementary Fig. 4)), suggesting that the
oxidation process is dominantly favored at the inter-granular GBs
of graphene. We investigated the changes in the long-axis length
of the oxidation line features by controlling the size of the
graphene islands. The size of the graphene islands was decreased
with increasing methane flow rate because of the high nucleation
density40,41; thereby, the long-axis length of the line features
decreased to ~3.1± 0.6 μm at a methane flow rate of 50 sccm (top
in Fig. 1g). Interestingly, we observed that the oxidation line
features that formed on the Cu(100) grains were thick and clearly
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Fig. 2 Different oxidation behaviors of various microscopic graphene defects in graphene islands depending on variables. Representative SEM images of Gr
islands grown on a Cu foil at 1000 °C for 1 min a before and b after annealing at ~200 °C for 70min in air (scale bar=3 µm). c A typical Raman D/G map
image of the as-synthesized Gr islands transferred onto SiO2/Si (scale bar=3 µm). d Typical EBSD map images of the Cu foil after Gr islands were grown at
1000 °C, followed by the annealing process at ~200 °C for 120min in air (scale bar=50 µm). The EBSD data show that the Cu foils consist of grains mostly
with orientations of approximately (100) (upper) and, in some regions, grains with orientations of (111) and (101), as well as high-index orientations
(bottom). e–i Representative SEM images of the annealed Gr islands grown on Cu grains with an orientation of e, f (100), g (101), h (111), and i the
boundary region between (100) and (111) (indicated by the white-dotted square in Fig. 2d). Scale bars, 2 µm e–h, 10 µm i. j A typical Raman D/G map image
of the Gr islands grown on a Cu(111) grain transferred onto SiO2/Si (scale bar=2 µm). k–m OM images of the Gr islands grown on Cu(100) grains after
annealing at ~200 °C for 120min under various CVD growth conditions. The Gr islands were grown k at ~1050 °C for 30 s under CH4 (10 sccm) and H2

(5 sccm), l at ~1000 °C for 30 s under CH4 (10 sccm) and H2 (20 sccm), and m at ~1,000 °C for 3 min under CH4 (2 sccm) and H2 (5 sccm). The scale
bars represent 10 μm
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visible compared to those on the Cu(111) grains. This
phenomenon reflects the strong influence of the Cu crystal
orientation on the oxidation resistance of the graphene films and
demonstrates that the introduction of the Cu(111) grains leads to
increased oxidation resistance of the resulting graphene films
because of a better level of atomic stitching between the
connecting GBs42,43. We occasionally observed the presence of
intra-granular GBs within the polygon-shaped line features (blue
arrows in Fig. 1e) on the Cu(100) grains; these GBs originated
from the multi-domain nature of the graphene islands44. The
intra-granular GBs on the Cu(100) grains can be fully revealed
throughout the whole surface by increasing the annealing time up
to 240 min (blue circles in Supplementary Fig. 5). This accounts
for intra-granular GBs being more resistant to oxidation than
inter-granular GBs.

Oxidation behavior of Cu through various graphene defects.
We halted growth before the graphene islands merged with each
other to form a continuous graphene film. Figure 2a, b shows
representative SEM images of an isolated graphene island on a Cu
(100) grain before and after air oxidation at ~200 °C. As a result
of the oxidation, the white dot assemblies appeared both in the
center (red circle in Fig. 2b) and in the exterior, i.e., at the surface
of the graphene islands and at the surface of a bare Cu grain,
respectively. From HR-SEM images acquired from the samples
(Supplementary Fig. 6), we note that there was no significant
difference in the morphologies of the globular-shaped nano-
particles formed in both regions and the size of oxide nano-
particles is in a similar range of ~30 to ~50 nm. From many
literatures45–47, it is well known that the Cu oxides formed after
oxidation at low temperatures below 300 °C generally have fine
crystals composed of three regions: a thin CuO layer, a thick
Cu2O layer, and an oxygen-containing Cu region, and the volume
change associated with the solid-state transformation at the CuO/
Cu2O interface produces compressive stresses during the oxide
growth, which stimulate the formation of fine oxide particles to
accompany the interface reaction.

A closer examination of the center revealed that the white dots
possessed two overlapping features: rhombus-shaped and cross-
shaped dot assemblies. To explore the nature of the dot
assemblies, the as-synthesized graphene islands without any
oxidation process were transferred onto SiO2/Si(100) substrates
for Raman spectroscopy. The intensities of the characteristic
graphene Raman peaks, D (~1351 cm−1), G (~1588 cm−1) and 2D
(~2685 cm−1), were extracted48–50; their spatial dependences are
plotted in Fig. 2c and Supplementary Figs. 7 and 8. The typical
Raman D/G band map in Fig. 2c indicates the presence of two
types of structural defects in the center of the graphene islands.
The typical ID/IG intensity ratio was negligibly small (<0.05) over
most of the area within the graphene islands, with the notable
exception of the central area displaying a relatively large ID/IG
related to the rhombus-shaped (ID/IG≈ 0.3) and cross-shaped
(ID/IG≈ 0.2) dot assemblies. We mapped numerous (>30)
graphene islands and observed that every island contains two
such overlapping features in the center, regardless of the size of
the graphene islands grown under various growth conditions
(Supplementary Fig. 8). We note that a pronounced ID/IG ratio
was also observed on the edges of the islands; however, the
magnitude of ID/IG in the rhombus-shape dot assemblies was
always higher than that in the other defective regions including
the intra-granular GBs and the edges of the islands, implying that
the air oxidation process provides a convenient means to clearly
identify the locations of intrinsic graphene defects and to discern
the degree of structural deficiencies. Furthermore, our observa-
tion of a large ID/IG at the white dot assemblies in the SEM

images suggests that an improvement of the crystalline quality of
the early graphitic nuclei during/after nucleation events is
necessary to obtain high-quality, large-area graphene sheets.

Figure 2d–i presents typical SEM-EBSD mapping images taken
from representative graphene islands with respect to the crystal-
lographic orientations of the underlying Cu grains. After the
graphene growth, the Cu(100) grain (with a volume fraction of
~74%) was still the most favorable component of the Cu foil; in
some regions, the Cu foil had different crystallographic orienta-
tions such as Cu(111), Cu(101), and high-index orientations, as
shown in Fig. 2d. For Cu grains with orientations of ~(100) and
(101), the white dot assemblies at the nucleation points were
always observed in nearly all graphene islands (Fig. 2e–g),
whereas no oxidation line features were observed on the Cu
grains with orientations of ~(111) (Fig. 2h). This dependence on
the crystallographic lattice orientation of Cu was clearly exposed
at the boundary region between Cu(100) and Cu(111) grains
(Fig. 2i). We note that, in graphene islands spanning across Cu
(100) and Cu(111) grains, the oxidation line features running
from the nucleation center formed on the Cu(100) were precisely
blocked at the intersection of the Cu(100) and Cu(111) grains
(red dotted line in Fig. 2i). From these observations, we observed
that the structural properties of the graphene nucleation regions
on the Cu(100), Cu(101) and high-index surfaces were substan-
tially inferior to those on the Cu(111) surface. This observation
was further confirmed through a Raman map of the D/G ratios of
the transferred graphene islands grown on Cu(111) grains. As
shown in Fig. 2j, the D/G ratio at the nucleation point on the Cu
(111) grains was dramatically reduced. These results clearly
indicate that the structural quality of the graphene islands at the
nucleation point was strongly dependent on the crystallographic
orientation of the underlying Cu grain. Given this effect, the
growth of graphene on the Cu grains with orientations of ~(111)
is a promising approach to achieve graphene with high structural
quality.

In the next observation, the cross-shaped oxidation line
features centered at the nucleation point were distinctively
characteristic of the graphene grown on the Cu(100) grains,
which were different from the intra-granular GBs presented
between lobes (blue arrow in Fig. 2e). Because the cross-shaped
lines correctly aligned to the apex of each symmetric lobe (red
arrow in Fig. 2e) and had different lengths in asymmetric lobes
(Fig. 2f), we inferred that the cross-shaped line features directly
correlate with the graphene growth kinetics on the Cu(100)
surface. Thus, we more closely examined the cross-shaped line
features and their dependence on the growth rate of graphene
islands by controlling the growth conditions, such as growth
temperature and gas flow rates during the CVD process. In the
case of graphene islands grown with a higher growth rate by
increasing the growth temperature from ~1000 to ~1050 °C, the
cross-shaped line features formed at the nucleation points of
nearly all of the graphene islands (Fig. 2k). However, by
introducing a lower growth rate through only increasing the
hydrogen flow rate from 5 to 20 sccm (Fig. 2l) or only decreasing
the methane flow rate from 10 to 2 sccm (Fig. 2m), we observed
that the cross-shaped line features nearly disappeared and that
the Gr/Cu samples were oxidized only at the central nucleation
points. These observations demonstrate that, with a high growth
rate, the early graphitic nuclei contained many structural defects
such as vacancies, voids, or pores; thus, the introduction of a low
growth rate, at least during the nucleation events, will enhance
the crystalline quality of the resulting graphene films.

Another key finding is the disappearance of the rhombus-
shaped white dot assemblies at the center of some graphene
islands grown on Cu(100) grains, as shown in Fig. 3a. We
mapped several (> 100) graphene islands by HR-SEM and
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observed that a multilayer graphene flake always existed at the
center when the rhombus-shaped white dot assemblies were
absent; the multiple layers appear as the darker region in the SEM
image because of the reflection of fewer secondary electrons51

(inset of Fig. 3a). This phenomenon of multilayer flakes
protecting the underlying Cu against oxidation was also observed
in the fully grown Gr/Cu samples annealed for 120 min (blue
arrows in Fig. 3b); even when the annealing time was increased to
240 min, this ability to inhibit the oxidation of the underlying Cu
surface was retained (blue arrows in Fig. 3c). Notably, the central
nucleation points of the graphene grains were still defective
despite the presence of the multilayer flakes, as confirmed by the
Raman map images of ID/IG and D band in Fig. 3d–f; however,
the oxidation process of the Cu surface was inhibited because of
the presence of the multilayer graphene flakes. Given the very
high diffusivity (~3.8 × 10−5 cm2 s−1) of molecular oxygen (O2)
between graphitic layers52, these observations strongly suggest
that the oxygen molecules present in air were not a major cause of

the oxidation of the Cu surface. Similarly, careful observations
revealed that the white line features in the fully grown, annealed
Gr/Cu samples always exhibited a kink when they met the folded
wrinkles in graphene, as shown in Fig. 3g. This observation
indicates that the multilayer structure was induced by the
morphological transition of the tall ripple into a folding system
to minimize the total energy and was not oxidized after annealing
in air. As illustrated in Fig. 3h, the Cu surface under the folded
wrinkles was effectively protected from oxidation; thus, the
oxidation lines along the GBs ceased at the folded wrinkles.

Oxidation mechanism of Cu through graphene defects. To
elucidate the origin of the selective oxidation process of Cu
through graphene defects, we examined the variation of the
oxidation behavior in five different annealing environments at
~200°C, as shown in Fig. 4a–e. Interestingly, the fully grown Gr/
Cu samples annealed under vacuum (P≈ 10−3 Torr, Fig. 4a) and
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ARTICLE NATURE COMMUNICATIONS | DOI: 10.1038/s41467-017-01814-8

6 NATURE COMMUNICATIONS |8:  1549 |DOI: 10.1038/s41467-017-01814-8 |www.nature.com/naturecommunications

www.nature.com/naturecommunications


in a pure O2 atmosphere (P≈ 150 Torr, Fig. 4b) were not oxidized
through various graphene defects such as the intra- and inter-
granular GBs and nucleation points of the graphene grains, in
contrast to the same Gr/Cu sample annealed in air (Fig. 4c). From
the control experiments, we demonstrated that molecular oxygen
(O2) itself was not a direct cause for the oxidation phenomenon
of Cu and that earlier observations in our study were irrelevant to
the segregation of oxygen species that intrinsically resided in the
bulk of Cu during the annealing process37. Previous theoretical
and experimental studies on the dissociative adsorption of O2 and
H2O on graphene with or without various defects53,54, have
suggested that O2 has relatively high dissociative reaction barriers
of ~1.78 and ~2.80 eV on a pristine graphitic lattice and at the
GBs of graphene grains, respectively, except for the di-vacancy
region (~0.42 eV); by contrast, H2O molecules on a defective
graphitic lattice such as edge (~0.06 eV), mono-vacancy
(~0.04 eV) or di-vacancy (~0.35 eV) regions can be easily spilt

into hydrogen and hydroxyl radicals, even at room temperature.
We therefore performed oxidation experiments in a wet O2

atmosphere (relative humidity (RH)≈ 80%, Fig. 4d) to further
investigate the role of H2O and observed that the oxidation line
features using wet O2 were significantly thick and clearly visible
compared to those using ambient air (RH≈ 30-40%, Fig. 4c)
under the same annealing condition of the Gr/Cu samples. In
addition, we have performed an annealing process of the Gr/Cu
samples in a wet N2 atmosphere (RH≈ 50%, Fig. 4e) to minimize
any oxygen exposure of the samples. Similar to the Gr/Cu sam-
ples annealed in air and in a wet O2 atmosphere, the oxidation
line features through various graphene defects were clearly visible
from OM and SEM images (Supplementary Fig. 9a, b) in the Gr/
Cu samples annealed in a wet N2 atmosphere. Interestingly, we
found that the degree of oxidation was significantly altered in
different gas ambients, as observed in many thin-film formation
and phase transformation processes55,56. As expected, no
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Fig. 4 Control experiments to elucidate the origin and process of Cu oxidation through a polycrystalline graphene barrier. Typical SEM images of fully-
grown Gr/Cu samples annealed at ~200 °C a for 120min under vacuum (P≈ 10−3 Torr), b for 120min in a pure O2 atmosphere (P≈ 150 Torr), c for
120min in ambient air (RH≈ 30–40%), d for 60min in a wet-O2 atmosphere (RH≈ 80%), and e for 60min in a wet-N2 atmosphere (RH≈ 50%). The
scale bars represent 10 µm. f, g A comparison of the HR-XPS O 1s peaks and of the chemical compositions of the Gr/Cu samples depending on the
annealing temperature and time in ambient air. h Representative plan-view HR-TEM image of a Gr film transferred onto a TEM support grid (scale bar:
2 nm). The inset is an atomic-resolution image of a GB of Gr, indicated by a yellow square (scale bar=0.5 nm). i Plot of the average width of the oxidation
line feature as a function of annealing time up to 48 h based on the SEM observation. Error bars represent ±1 standard deviation, obtained from 100
different points in each sample
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oxidation features were found in the Gr/Cu samples annealed in a
pure N2 atmosphere (Supplementary Fig. 9c). This result reflects
the strong influence of the H2O on the oxidation phenomenon
and demonstrates that the water molecules in air play a key role
in the selective oxidation of Cu through intrinsic graphene defects
of different origins.

Figure 4f shows typical XPS results for a bare Cu foil and fully
grown Gr/Cu samples annealed at ~100 and ~200 °C for 60 and
120 min in air. OM and SEM observations revealed that the
various oxidation features appeared only in the samples annealed
at ~200 °C; the samples annealed at ~100 °C did not exhibit any
indication of oxidation. Interestingly, the XPS spectra of all of the
annealed Gr/Cu samples showed substantial O 1s peaks at 530
and 533 eV, corresponding to carbonyl (C=O) and hydroxyl
(C–OH) groups, respectively. Unlike the unoxidized samples,
significant amounts of carboxyl (O= C–OH) groups were
detected in the case of the samples annealed at ~200 °C (Fig. 4g),
indicating that the carboxyl (O= C–OH) group present on
graphene was a major by-product of the oxidation process that
occurred in the moisture-rich environment. Thus, we infer that
the oxygen radicals dissociated from H2O molecules on graphene
will selectively penetrate through the graphene defects such as
vacancies or pores. We mapped multiple (> 20) graphene grains
with an aberration-corrected HR-TEM; however, detecting the
presence of vacancies or pores in our graphitic frameworks was
very difficult. Instead, we dominantly observed the graphene GBs
consisting of alternating pentagon and heptagon carbon rings, i.e.,
a chain of SW-like bond rotations (Fig. 4h).

So, a key question is how the underlying Cu is oxidized
through the graphene GBs, which do not involve any removed
atoms. To answer this question, we performed spin-polarized
density functional theory (DFT) calculations57,58 on the selective
transport of O atoms through a bare graphene without Cu
substrate and on their dependence on the attached functional
groups to understand the origin of the oxygen inversion process
(Details of the calculations are presented in the Methods). We
obtained an inversion energy barrier of ~2.46 eV for an epoxide
(C-O-C) at the SW defect, and this energy barrier was
dramatically diminished when H, OH, or O atoms were attached
to sites around the epoxide, as shown in Table 1 and
Supplementary Fig. 10. We note that the inversion energy barrier
of ~0.31 eV was achieved when an additional O atom was
attached to the epoxide, implying that the selective oxygen-
transport through the SW defect can occur even near room-
temperature. The reason that the diffusion of an O atom that is
assisted by an additional O atom has the lowest barrier can be
clearly shown by the Supplementary Fig. 11. For more accuracy,
we have further calculated the lowest barrier energy including a
slab of Cu to investigate the effect of Cu substrate (details of the
calculations are presented in the Methods). As shown in
Supplementary Fig. 12, the slab of Cu seems to hinder the
diffusion of an O atom through the SW defect of graphene
resulting in a higher energy barrier (~0.7 eV) than the case of a

bare graphene without Cu substrate (~0.31 eV). However, we
note that this result won’t affect our conclusion that the selective
oxygen transport through the SW defect can occur even near room-
temperature. More importantly, the free energy difference between
the reactants and products (ΔG) after oxygen inversion process
through the SW defect is around 0.1 eV, indicating that the inversed
epoxide is thermodynamically stable in the Gr/Cu system.
Furthermore, considering the fact that a bond breaking energy of
the carbon dioxide on Cu is ~1.0 eV59, the inversed epoxide is
expected to be more easily dissociated on Cu in our experimental
conditions because the epoxide has a single bond (C-O), resulting in
the selective oxidation of the underlying Cu through graphene GBs.

Here, it is worthwhile discussing on where oxygen radicals,
which penetrate graphene through the SW defects on GBs and
finally oxidize the Cu surface, are generated. One possibility is the
direct dissociation of H2O molecules at GBs, but it may be hardly
possible because the energy barrier for the dissociation (~2.71 eV)
is too high54. Instead, we have studied the possibility that the
dissociation takes place at other defected sites on graphene.
Previous experimental and theoretical studies have indicated that
intrinsic defects are always present and stabilized in typical films
of large-area graphene produced by CVD and that they can
catalyze the dissociation of H2O molecules in ambient air; this
dissociation can even occur at room temperature given the very
low dissociation energy barriers of the H2O molecule on various
intrinsic defects such as edge (~0.06 eV), mono-vacancy (MV)
(~0.04 eV) and di-vacancy (~0.35 eV) regions53,54. For instance,
we have performed spin-polarized DFT calculations on the
configuration of the H2O molecule on a graphene MV, as shown
in Supplementary Figs. 13 and 14 (details of the calculations are
presented in the Methods). Our theoretical calculations indicate
that a H2O molecule is dissociated to one O and two H atoms on
a graphene MV and that both the dissociated O and H atoms can
diffuse laterally with the energy barriers of ~1.9 eV. Although the
energy barriers for O and H atoms for lateral diffusion from the
MV are still high, they are significantly lower than the
dissociation energy barrier of H2O at GBs (~2.71 eV)54. Once
the O and H atoms dissociated at the graphene MV diffuse
laterally to non-defected sites (to outward positions), the
graphene MV can return to its original configuration, implying
that the graphene defects/vacancies will produce O radicals
repetitively in a catalytic manner. Importantly, we found that the
presence of the underlying Cu greatly reduces the activation
barriers of both the dissociated O and H atoms into neighboring
C rings. We do not rule out the possibility of the dissociation of
H2O at graphene GBs, but it is reasonable to expect that O
radicals, which penetrate the graphene through the SW defects,
come from the defected sites such as vacancies or edges after the
dissociation of H2O molecules. In addition, the resulting atomic
oxygen, which escapes from the defected sites, diffuses on perfect
graphene with relatively low barriers (mostly< 1 eV), although its
actual diffusion rate is different depending on the local
environment60,61. Furthermore, the atomic oxygen can readily
diffuse on graphene with Cu substrate compared with a pristine
graphene surface without Cu substrate because of the sponta-
neous electron doping of graphene by Cu62,63. Finally, upon
reaching the GBs, the O atoms accumulate because the high
barrier (~1.4 eV)61 for reverse displacement should ensure their
stability at low temperatures. From all this we may conclude that
the oxygen radicals are generated more frequently by the
dissociation of H2O molecules at defected sites of graphene
rather than at graphene GBs. And, they diffuse and accumulate
on graphene GBs and then penetrate the graphene through SW
defects with the assistance of facilitators.

In Fig. 5, we summarized the entire oxidation mechanism we
have discussed so far. The entire oxidation process consists of a

Table 1 Calculated inversion barrier of an oxygen atom at a
SW defect through free-standing graphene as a function of
the types of attached functional groups

Functional group Oxygen inversion barrier (eV)

without 2.461
1 H 1.700
2 H 1.573
1 OH 1.484
2 OH 1.502
1 O 0.314
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series of successive reactions, as displayed in Fig. 5a. The stated
barrier energy in Fig. 5a is based on the reaction of O atom. The
optimized configurations and corresponding reaction barriers are
shown for each reaction step. In Step 1, the dissociation of water
molecules in air takes place at the graphene MVs with the energy
barrier of ~0.04 eV, resulting in a carbonyl group (O= C)
(marked by the red dashed line in Fig. 5a) and two C–H
configurations54. In Step 2, the dissociated H and O atoms diffuse
laterally from the MV defect site to the six-ring configuration of
graphene with the energy barrier of ~1.9 eV each. The H atom is
bonded at the top of the C atom and the O atom is stabilized in
the middle of the C atoms. In Step 3, the H and O atoms continue
their lateral diffusion from one stable six-ring to a neighboring
six-ring configuration with the energy barriers of ~0.3 eV64 and
~0.75 eV60, respectively. In Step 4, the accumulation of O atoms
at SW defects of graphene is relatively preferred by the diffusion
of O atom from perfect hexagon to graphene GBs with the
forward and backward energy barriers of ~0.3 and ~0.8 eV,
repectively61. Finally, in Step 5, the inversion of the O atom
through the SW defects on GBs takes place with the assistance of
additional O atoms, with the energy barrier of ~0.70 eV. We note
that the suggested oxidation mechanism clearly shows a catalytic
cycle of H2O splitting at the graphene defect sites.

In addition, we examined the possibility that other functional
groups join the oxidation mechanism, especially after the
dissociation process of a water molecule at graphene MVs (see
Supplementary Fig. 15 and Supplementary Note 1). For this, we
considered the carboxyl (O= C–OH) and hydroxyl (C–OH)
groups, which were abundantly detected by XPS in the
experiment (Figs. 1c and 4f). Our calculations showed that the
carboxyl and hydroxyl groups have stable configurations at MV
sites like carbonyl groups, and thus there is some possibility that

carboxyl and/or hydroxyl groups may either hinder or decelerate
the further oxidation reactions. By conducting nudged elastic
band (NEB) calculations, we found that the lateral diffusion of
both functional groups was impossible, but they could be further
transformed to other configurations with some energy barriers.
The carboxyl group could be decomposed to a carbonyl group
and an OH molecule with a ~0.72 eV energy barrier. The
dissolved OH molecule can diffuse outward from the MV site
with a ~0.5 eV energy barrier65, and therefore we can expect that
the final state of the carboxyl group returns to the same
configuration in which a carbonyl group and two H atoms exist,
which results from the direct dissociation of a water molecule at
MVs. This means that forming a carboxyl group at a graphene
MV site is energetically stable, but it can transform to a carbonyl
group and thus can further contribute to oxidation processes.
Thus, we may conclude that the formation of a carboxyl group
does not halt the oxidation process. In other words, the oxidation
process is either hardly affected by the formation of carboxyl
group or is affected within an allowable margin. Similarly, we
found that the stable hydroxyl group at graphene MV can only
contribute to the oxidation process after it has transformed to a
carbonyl group and a single H atom. It is noticeable that the
possibility that the formation of hydroxyl groups decelerates the
oxidation process was higher than that in the case of carboxyl
groups because of a relatively high diffusion barrier (~1.23 eV) of
the H atom (see Supplementary Fig. 15).

Our work suggests that the new oxide formation occurs at the
Gr/Cu interface as a result of the penetration and dissociation of
O atoms. Using aberration-corrected HR-TEM, we find the
change in the atomic configuration of the graphene GBs and the
presence of under-coordinated edge C atoms, e.g., vacancies and/
or the alternating 5- and 9-membered chain, after the oxidation
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process; however, we note that the GBs are not broken in all
investigated regions under the TEM (Supplementary Fig. 16). We
suggest that the change in the atomic configuration of the
graphene GBs may be originated from the high in-plane tensile
load applied in graphene because of the large difference in the
molar volumes of the Cu and oxides during the phase
transformation45–47,66. The major oxidation products such as
carbonyl (C=O) and carboxyl (O= C–OH) groups on graphene
are expected to be present at defective regions in graphene, e.g.,
the under-coordinated C atoms in graphene GBs since they
possess dangling bonds67,68. It is interesting to note that the O/C
ratio of the Gr/Cu samples after air oxidation at ~200 °C for
120 min corresponded approximately to the estimated fraction of
intrinsic defects in graphene (see Supplementary Fig. 17 and
Supplementary Note 2).

To further examine the role of the carboxyl (O= C–OH) group
present on graphene in the oxygen transport, we carried out
the controlled oxidation experiments of the Gr/Cu samples at
~200 °C as a function of annealing time. The average width of the
oxidation line features shows a strong dependence on the
annealing time, increasing linearly from ~0.25 to ~1.40 μm with
increasing the annealing time from 2 to 48 h, as shown in Fig. 4i,
indicating that the underlying Cu surface is consistently oxidized
up to 48 h (The corresponding OM and SEM images of the
oxidation line features at different annealing time are shown in
Supplementary Fig. 18).

We further conducted NEB and DFT calculations to examine
the stability of carboxyl groups at defects other than MVs and the
possibility that they penetrate at SW defects. For the stability of
carboxyl groups, we considered the disconnection between C
atoms, so-called unzipping, instead of vacancies for two cases:
perfect six-ring and SW defect structures of graphene, as shown
in Supplementary Fig. 19 and Supplementary Note 3. In both
cases, two of C-C bonds in graphene are broken first and
energetically stable carboxyl groups can be formed even at the
perfect six-ring and SW defects of graphene. These carboxyl
groups can be transformed to the more stable O–C–OH
configuration with the calculated transformation energies of
~1.18 eV and ~0.54 eV for the unzipped six-ring and SW defects,
respectively. In addition, the estimated inversion barrier of an O
atom from the O–C–OH configuration through an unzipped SW
defect of graphene was too high at ~3.9 eV. The calculation
results so far support two facts. One is that the carboxyl group
can be formed because they are energetically stable at MVs
(Supplementary Fig. 15b) as well as at unzipped six-ring or SW
defects (Supplementary Fig. 19a) of graphene; It can be a proper
answer to why abundant carboxyl groups were detected by XPS in
the experiment. The other is that the oxidation from carboxyl
groups hardly takes place because they have to be transformed to
the carbonyl structure again at MVs (Supplementary Fig. 15b) or
the inversion barrier of the O atom is too high at SW defects
(Supplementary Fig. 19b) of graphene. Therefore, our experi-
mental and computational results strongly suggest that the
presence of carboxyl groups on graphene does not significantly
disturb the oxygen transport.

Discussion
The suggested selective oxidation mechanism of Cu with a
polycrystalline graphene barrier is schematically illustrated in
Fig. 5b–e. Eventually, selective oxidation fingerprints of Cu
formed at various microscopic graphene defects such as 0D and
1D defects at nucleation points, the intra- and inter-granular GBs
of graphene grains, multilayer graphene flakes and folded wrin-
kles in large-area sheets. Using a combination of simple micro-
scopy techniques and DFT calculations, we observed that water

molecules in ambient air are a direct cause of the selective oxi-
dation phenomenon of Cu and that the oxidation resistance of
structural deficiencies in graphene varies depending on the ori-
gins of the structural defects, the crystallographic orientations of
the underlying Cu grains, and the growth conditions of graphene,
and the kinetics of the graphene growth in the CVD reactor. Our
results are readily applicable to correlating the presence and
density of various microscopic graphene defects with the prop-
erties of macro-scale graphene films, thereby advancing the
commercialization of such films. This ability to easily access the
location and discern the oxidation resistance of various graphene
defects in large-area sheets addresses a substantial challenge in
the development of advanced graphene barriers for inter-
connections, advanced metallization, and other practical appli-
cations across many industries. We believe that our methodology
is not only limited to the graphene films used in this study, and
we expect that similar process strategies can be developed for
emerging other 2D nanomaterials and their heterostructures.
Further investigations of microscopic defect healing in poly-
crystalline graphene of large-area sheets using this methodology
are necessary to enhance the performance and reliability of Gr-
based device.

Methods
Synthesis of graphene on a Cu foil. A homemade hot-walled CVD system was
used to grow graphene on 25-μm-thick Cu foils (Alfa Aesar, 99.8% purity) that had
been previously cut with razorblade into 4 × 4 cm2 strips. These strips were elec-
trochemically polished in phosphoric acid for 15 min to clean the bare Cu surface
and were subsequently rinsed with distilled water followed by isopropyl alcohol
(IPA). Immediately after the cleaning process, the Cu strips were loaded into a 4 in.
quartz tube followed by evacuation of the chamber to ~3 mTorr; the temperature
was then increased to 1000–1050 °C under an H2 atmosphere (H2 flow rate of
5 sccm). After the Cu strips were annealed for 10 min, the graphene was synthe-
sized by introducing methane gas (CH4 flow rate of 10 sccm) and then cooling the
Cu strips under the same conditions. Following the growth, the graphene layers
were transferred onto SiO2/Si for further investigation using a conventional wet-
transfer method assisted by a poly(methyl methacrylate) (PMMA) supporting layer
and an aqueous solution of 1M ammonium persulfate.

Raman spectroscopy and mapping. The Raman spectroscopy and mapping were
carried out on a WiTec Alpha 300R M-Raman system equipped with a computer-
controlled x–y translation stage and a 532 nm excitation source; the laser spot had a
diameter of ~640 nm for a ×50 objective lens with NA= 0.5. During the mea-
surements, the laser power was ~1 mW at the sample to avoid laser-induced
thermal effects or damage. The Raman spectra and mapping images were analyzed
using the WiTec Project software.

X-ray photoelectron spectroscopy (XPS). The XPS studies were conducted on a
K-alpha spectrometer (Thermo Fisher) using a non-monochromatic aluminum Kα
X-ray excitation source operated at a power of 72W; the diameter of the analysis
area was ~0.4 mm and the pass energy for the electron analysis was 50 eV. The base
pressure of the analysis chamber was less than ~1 × 10−9 mbar. To obtain the O
composition, we have carried out the curve fitting of the HR O 1s line-scan XPS
spectrum using a Gaussian-Lorentzian peak shape after performing a Shirley
background correction37.

Electron-backscatter diffraction (EBSD). We performed EBSD measurements
using a FEI Quanta 3D FEG SEM equipped with AMETEK EBSD system to
determine the crystallographic orientation of the Cu foils before and after graphene
growth. During the measurements, the probe current, the accelerating voltage, and
the incident angle of the beam were maintained at 16 nA, 15 kV, and 70°,
respectively. The EBSD data were collected with a 0.25 μm step size and were
analyzed using the TSL OIM Analysis 6 software for digitized inversed pole figures.

HR plan-view TEM. Using a direct transfer method69, we transferred the graphene
layer onto Au Quantifoil TEM grids. HR-TEM images and the corresponding
selective area electron diffraction (SAED) patterns were taken by an FEI Titan cube
G2 60-300 equipped with an image-aberration corrector and a monochromator. It
was operated at an acceleration voltage of 80 kV to decrease the beam damage to
the graphene layer, especially for detecting the graphene GBs.

DFT calculations. We have performed DFT calculations on the penetration energy
of single oxygen atom through a graphene sheet and on the lateral diffusion of O
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and H atoms from unsaturated C atoms. In this work, all calculations were
performed using Vienna Ab-initio Simulation Package (VASP) based on the
spin-polarized density functional theory57,58. We used ultra-soft pseudo-potential,
and local density approximation of Ceperley and Alder type70,71. The electrons
of wavefunctions were extended up to 500 eV of cutoff energy in a plane-wave
basis set. The calculations were relaxed until forces on ions became less than
0.01 eV Å−1. For sampling Brillouin zone, the Monkhorst-Pack k-point grid was
5 × 5 × 172. For the penetration calculations, we employed a 6 × 6 structure con-
sisting of 72 carbon atoms for a free-standing graphene and a 4 × 4 graphene sheet
(32 carbon atoms) and 3 layers of Cu(111) slab (48 Cu atoms) for a graphene on a
Cu substrate. For the diffusion simulations, we employed the same structures
but one carbon atom is missing to model the MV. The minimum energy pathway
for the penetration and diffusion was examined by the nudged elastic band
method (NEB)73.

Data availability. The data that support the findings of this study are available
from the corresponding authors upon request.

Received: 13 June 2016 Accepted: 18 October 2017

References
1. Gambino, J. P. Copper interconnect technology for the 22 nm node. Proc. VLSI

Tech. Systems and Appl. https://doi.org/10.1109/VTSA.2011.5872228 (2011).
2. Yeap, G. Smart mobile SoCs driving the semiconductor industry: technology

trend, challenges and opportunities. IEDM Tech. Dig., https://doi.org/10.1109/
IEDM.2013.6724540 (2013).

3. Banerjee, G. & Rhoades, R. L. Chemical mechanical planarization: historical
review and future direction. ECS Trans. 13, 1–19 (2008).

4. Xie, Q. et al. Superior thermal stability of Ta/TaN bi-layer structure for copper
metallization. Appl. Surf. Sci. 253, 1666–1672 (2006).

5. Tagami, M., Furutake, N., Saito, S. & Hayashi, Y. Highly-reliable low-resistance
Cu interconnects with PVD-Ru/Ti barrier metal toward automotive LSIs. Proc.
IEEE Int. Interconnect Technol. Conf. https://doi.org/10.1109/
IITC.2008.4546968 (2008).

6. Koike, J. & Wada, M. Self-forming diffusion barrier layer in Cu–Mn alloy
metallization. Appl. Phys. Lett. 87, 041911 (2005).

7. Li, Z. et al. Nucleation and adhesion of ALD copper on cobalt adhesion layers
and tungsten nitride diffusion barriers. Electrochem. Solid-State Lett. 8,
G182–G185 (2005).

8. Suzuki, S., Ishikawa, Y., Isshiki, M. & Waseda, Y. Native oxide layers formed on
the surface of ultra high-purity iron and copper investigated by angle resolved
XPS. Mater. Transact. 38, 1004–1009 (1997).

9. Serin, N., Serin, T. & Karadeniz, S. Current-limiting property of Cu/cupric
oxide/Cu sandwich structure. Semicond. Sci.Technol. 17, 60–64 (2001).

10. Griffin, A. J., Hernandez, S. E., Brotzen, F. R. & Dunn, C. F. A galvanic series
for thin-film metallizations and barrier layers commonly used in the
microelectronics industry. J. Electrochem. Soc. 141, 807–809 (1994).

11. Chuang, C. L., Aoh, J. N. & Din, R. F. Oxidation of copper pads and its
influence on the quality of Au/Cu bonds during thermosonic wire bonding
process. Microelectron. Reliab. 46, 449–458 (2006).

12. The International Technology Roadmap for Semiconductors, http://www.itrs.
net, 2012.

13. Bolotin, K. I. et al. Ultrahigh electron mobility in suspended graphene. Solid
State Commun. 146, 351–355 (2008).

14. Xia, F., Farmer, D. B., Lin, Y.-m. & Avouris, P. Graphene field-effect transistors
with high on/off current ratio and large transport band gap at room
temperature. Nano Lett. 10, 715–718 (2010).

15. Kurra, N., Bhadram, V. S., Narayana, C. & Kulkarni, G. U. Few layer graphene
to graphitic films: infrared photoconductive versus bolometric response.
Nanoscale 5, 381–389 (2013).

16. Kuzum, D. et al. Transparent and flexible low noise graphene electrodes for
simultaneous electrophysiology and neuroimaging. Nat. Commun. 5, 5259 (2014).

17. Su, Y. et al. Impermeable barrier films and protective coatings based on reduced
graphene oxide. Nat. Commun. 5, 4843 (2014).

18. Weng, B. et al. Bio-interface of conducting polymer-based materials for
neuroregeneration. Adv. Mater. Interfaces 2, 1500059 (2015).

19. Chu, J. H. et al. Highly conductive and environmentally stable organic
transparent electrodes laminated with graphene. Adv. Funct. Mater. 26,
7234–7243 (2016).

20. Yeh, C.-H. et al. Scalable graphite/copper bishell composite for high-
performance interconnects. ACS Nano 8, 275–282 (2014).

21. Banhart, F., Kotakoski, J. & Krasheninnikov, A. V. Structural defects in
graphene. ACS Nano 5, 26–41 (2010).

22. Kwak, J. et al. Near room-temperature synthesis of transfer-free graphene films.
Nat. Commun. 3, 645 (2012).

23. Yazyev, O. V. & Chen, Y. P. Polycrystalline graphene and other two-
dimensional materials. Nat. Nanotechnol. 9, 755–767 (2014).

24. Van Tuan, D. et al. Scaling properties of charge transport in polycrystalline
graphene. Nano. Lett. 13, 1730–1735 (2013).

25. Kang, C. G. et al. Effects of multi-layer graphene capping on Cu interconnects.
Nanotechnology 24, 115707 (2013).

26. Huh, J.-H. et al. Enhancement of seawater corrosion resistance in copper using
acetone-derived graphene coating. Nanoscale 6, 4379–4386 (2014).

27. Hong, J. et al. Graphene as an atomically thin barrier to Cu diffusion into Si.
Nanoscale 6, 7503–7511 (2014).

28. Li, L. et al. Vertical and lateral copper transport through graphene layers. ACS
Nano 9, 8361–8367 (2015).

29. Morrow, W. K., Pearton, S. J. & Ren, F. Review of graphene as a solid state
diffusion barrier. Small 12, 120–134 (2016).

30. Chen, S. et al. Oxidation resistance of graphene-coated Cu and Cu/Ni alloy.
ACS Nano 5, 1321–1327 (2011).

31. Duong, D. L. et al. Probing graphene grain boundaries with optical microscopy.
Nature 490, 235–239 (2012).

32. Jia, C. C., Jiang, J. L., Gan, L. & Guo, X. F. Direct optical characterization of
graphene growth and domains on growth substrates. Sci. Rep. 2, 707 (2012).

33. Wang, C. et al. Growth of millimeter-size single crystal graphene on Cu foils by
circumfluence chemical vapor deposition. Sci. Rep. 4, 4537 (2014).

34. Kousalya, A. S., Kumar, A., Paul, R., Zemlyanov, D. & Fisher, T. S. Graphene:
an effective oxidation barrier coating for liquid and two-phase cooling systems.
Corr. Sci. 69, 5–10 (2013).

35. Schriver, M. et al. Graphene as a long-term metal oxidation barrier: worse than
nothing. ACS Nano 7, 5763–5768 (2013).

36. Zhou, F., Li, Z., Shenoy, G. J., Li, L. & Liu, H. Enhanced room-temperature
corrosion of copper in the presence of graphene. ACS Nano 7, 6939–6947
(2013).

37. Chu, J. H. et al. Monolithic graphene oxide sheets with controllable
composition. Nat. Commun. 5, 3383 (2014).

38. Barinov, A. et al. Initial stages of oxidation on graphitic surfaces: photoemission
study and density functional theory calculations. J. Phys. Chem. C 113,
9009–9013 (2009).

39. Platzman, I., Brener, R., Haick, H. & Tannenbaum, R. Oxidation of
polycrystalline copper thin films at ambient conditions. J. Phys. Chem. C 112,
1101–1108 (2008).

40. Li, X. S. et al. Graphene films with large domain size by a two-step chemical
vapor deposition process. Nano Lett. 10, 4328–4334 (2010).

41. Choi, J.-K. et al. Growth of wrinkle-free graphene on texture-controlled
platinum films and thermal-assisted transfer of large-scale patterned graphene.
ACS Nano 9, 679–686 (2015).

42. Tsen, A. W. et al. Tailoring electrical transport across grain boundaries in
polycrystalline graphene. Science 336, 1143–1146 (2012).

43. Zeng, M. Q. et al. Isotropic growth of graphene toward smoothing stitching.
ACS Nano 10, 7189–7196 (2016).

44. Wofford, J. M., Nie, S., McCarty, K. F., Bartelt, N. C. & Dubon, O. D. Graphene
islands on Cu foils: the interplay between shape, orientation, and defects. Nano
Lett. 10, 4890–4896 (2010).

45. Zhu, Y., Mimura, K., Lim, J.-W. & Jiang, M. I. Brief review of oxidation
kinetics of copper at 350 °C to 1050 °C. Metall. Mater. Trans. A 37A,
1231–1237 (2006).

46. Yuan, L., Wang, Y., Mema, R. & Zhou, G. Driving force and growth mechanism
for spontaneous oxide nanowire formation during the thermal oxidation of
metals. Acta Mater. 59, 2491–2500 (2011).

47. Lee, S.-K., Hsu, H.-C. & Tuan, W.-H. Oxidation behavior of copper at a
temperature below 300 °C and the methodology for passivation. Mater. Res. 19,
51–56 (2016).

48. Reina, A. et al. Large area, few-layer graphene films on arbitrary substrates by
chemical vapor deposition. Nano. Lett. 9, 30–35 (2009).

49. Rogge, P. C. et al. Real-time observation of epitaxial graphene domain
reorientation. Nat. Commun. 6, 6880 (2015).

50. Kim, S.-Y. et al. Controllable synthesis of graphene‐encapsulated low‐
dimensional nanocomposites. Adv. Mater. Interfaces 2, 1500112 (2015).

51. Zhu, W. J. et al. Structure and electronic transport in graphene wrinkles. Nano
Lett. 12, 3431–3436 (2012).

52. Chihara, K., Suzuki, M. & Kawazoe, K. Interpretation for micropore
diffusivities of gases in molecular-sieving carbon. J. Colloid Interf. Sci. 64,
584–587 (1978).

53. Feng, X. F., Maier, S. & Salmeron, M. Water splits epitaxial graphene and
intercalates. J. Am. Chem. Soc. 134, 5662–5668 (2012).

54. Xu, Z. M. et al. Reversible hydrophobic to hydrophilic transition in graphene
via water splitting induced by UV irradiation. Sci. Rep. 4, 6450 (2014).

55. Ohring, M.Materials Science of Thin Films Ch. 7 (Academic Press, 2nd Edition,
2002).

56. Kwon, S.-Y. et al. Observation of oxide precipitates in InN nanostructures.
Appl. Phys. Lett. 91, 234102 (2007).

NATURE COMMUNICATIONS | DOI: 10.1038/s41467-017-01814-8 ARTICLE

NATURE COMMUNICATIONS |8:  1549 |DOI: 10.1038/s41467-017-01814-8 |www.nature.com/naturecommunications 11

https://doi.org/10.1109/VTSA.2011.5872228
https://doi.org/10.1109/IEDM.2013.6724540
https://doi.org/10.1109/IEDM.2013.6724540
https://doi.org/10.1109/IITC.2008.4546968
https://doi.org/10.1109/IITC.2008.4546968
http://www.itrs.net
http://www.itrs.net
www.nature.com/naturecommunications
www.nature.com/naturecommunications


57. Kresse, G. & Furthműller, J. Efficiency of ab-initio total energy calculations for
metals and semiconductors using a plane-wave basis set. Comp. Mater. Sci. 6,
15–50 (1996).

58. Kresse, G. & Furthműller, J. Efficient iterative schemes for ab initio total-energy
calculations using a plane-wave basis set. J. Phys. Rev. B 54, 11169–11186 (1996).

59. Nakamura, J., Rodriguez, J. A. & Campbell, C. T. Does CO2 dissociatively
adsorb on Cu surfaces? J. Phys. Condens. Matter. 1, SB149–SB160 (1989).

60. Mehmood, F., Pachter, R., Lu, W. J. & Boeckl, J. J. Adsorption and diffusion of
oxygen on single-layer graphene with topological defects. J. Phys. Chem. C 117,
10366–10374 (2013).

61. Wang, B., Puzyrev, Y. S. & Pantelides, S. T. Enhanced chemical reactions of
oxygen at grain boundaries in polycrystalline graphene. Polyhedron 64,
158–162 (2013).

62. Walter, A. L. et al. Electronic structure of graphene on single-crystal copper
substrates. Phys. Rev. B 84, 195443 (2011).

63. Suarez, A. M., Radovic, L. R., Bar-Ziv, E. & Sofo, J. O. Gate-voltage control of
oxygen diffusion on graphene. Phys. Rev. Lett. 106, 146802 (2011).

64. Boukhvalov, D. W. et al. Modeling of hydrogen and hydroxyl group migration
on graphene. Phys. Chem. Chem. Phys. 12, 15367–15371 (2010).

65. Gűrel, H. H. & Ciraci, S. Enhanced reduction of graphene oxide by means of
charging and electric fields applied to hydroxyl groups. J. Phys.: Condens.
Matter. 5, 435304 (2013).

66. Raynaud, G. M. & Rapp, R. A. In situ observation of whiskers, pyramids and
pits during the high-temperature oxidation of metals. Oxid. Metals 21, 89–102
(1984).

67. Kurasch, S., Meyer, J. C., Künzel, D., Groß, A. & Kaiser, U. Simulation of
bonding effects in HRTEM images of light element materials. Beilstein J.
Nanotechnol. 2, 394–404 (2011).

68. Robertson, A. W. & Warner, J. H. Atomic resolution imaging of graphene by
transmission electron microscopy. Nanoscale 5, 4079–4093 (2013).

69. Regan, W. et al. A direct transfer of layer-area graphene. Appl. Phys. Lett. 96,
113102 (2010).

70. Vanderbilt, D. et al. Soft self-consistent pseudopotentials in a generalized
eigenvalue formalism. Phys. Rev. B 41, 117892–7895 (1990).

71. Ceperley, D. M. & Alder, B. J. Ground state of the electron gas by a stochastic
method. Phys. Rev. Lett. 45, 566–569 (1980).

72. Monkhorst, H. J. & Pack, J. D. Special points for Brillouin-zone integrations.
Phys. Rev. B 13, 5188–5192 (1976).

73. Mills, G., Jonsson, H. & Schenter, G. K. Reversible work transition state theory:
application to dissociative adsorption of hydrogen. Surf. Sci. 324, 305–337
(1995).

Acknowledgements
We gratefully acknowledge supports from research fund of the UNIST (Grant No.
1.170093.01) and from the National Research Foundation (NRF) funded by the Korean

government through the Bio & Medical Technology Development Program (Grant No.
2012M3A9C6049797) and through the Midcareer Researcher Program (Grants Nos.
2013R1A2A2A04015946, 2014R1A2A2A09052374 and 2015R1A2A2A01006992) and
through the ICT R&D Program (Grant No. R0190-15-2012) of Institute for Information
communications Technology Promotion (IITP). We specially thank the reviewers who
raised valuable comments resulting in the improvement of our research. We also
acknowledge with gratitude the PLSI supercomputing resources of the KISTI and the
UNIST Supercomputing Center. This work has benefited from the use of the facilities at
UNIST Central Research Facilities.

Author contributions
J.K. and Y.J. designed and performed experiments with assistance from S.-Y.Ki. and
H.-J.S.; S.-D.P. and S.Y.K. performed density functional theory calculations and the
analyses; N.Y.K. and Z.L. performed high-resolution, plan-view TEM imaging of the
samples; J.K., S.Y.K., and S.-Y.K. wrote the manuscript. All authors discussed the results
and revised and commented on the manuscript; S.Y.K. and S.-Y.K. planned and
supervised the project.

Additional information
Supplementary Information accompanies this paper at doi:10.1038/s41467-017-01814-8.

Competing interests: The authors declare no competing financial interests.

Reprints and permission information is available online at http://npg.nature.com/
reprintsandpermissions/

Publisher's note: Springer Nature remains neutral with regard to jurisdictional claims in
published maps and institutional affiliations.

Open Access This article is licensed under a Creative Commons
Attribution 4.0 International License, which permits use, sharing,

adaptation, distribution and reproduction in any medium or format, as long as you give
appropriate credit to the original author(s) and the source, provide a link to the Creative
Commons license, and indicate if changes were made. The images or other third party
material in this article are included in the article’s Creative Commons license, unless
indicated otherwise in a credit line to the material. If material is not included in the
article’s Creative Commons license and your intended use is not permitted by statutory
regulation or exceeds the permitted use, you will need to obtain permission directly from
the copyright holder. To view a copy of this license, visit http://creativecommons.org/
licenses/by/4.0/.

© The Author(s) 2017

ARTICLE NATURE COMMUNICATIONS | DOI: 10.1038/s41467-017-01814-8

12 NATURE COMMUNICATIONS |8:  1549 |DOI: 10.1038/s41467-017-01814-8 |www.nature.com/naturecommunications

http://dx.doi.org/10.1038/s41467-017-01814-8
http://npg.nature.com/reprintsandpermissions/
http://npg.nature.com/reprintsandpermissions/
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/
www.nature.com/naturecommunications

	Oxidation behavior of graphene-coated copper at intrinsic graphene defects of different origins
	Results
	Fingerprints of selective oxygen transport in annealed Gr/Cu
	Oxidation behavior of Cu through various graphene defects
	Oxidation mechanism of Cu through graphene defects

	Discussion
	Methods
	Synthesis of graphene on a Cu foil
	Raman spectroscopy and mapping
	X-ray photoelectron spectroscopy (XPS)
	Electron-backscatter diffraction (EBSD)
	HR plan-view TEM
	DFT calculations
	Data availability

	References
	Acknowledgements
	Author contributions
	Competing interests
	ACKNOWLEDGEMENTS




